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OVERVIEW 

Fused deposition modeling is being utilized for a variety of tooling and end use parts applications. Some 

applications require that materials have minimal or no out gassing. This is often the case for parts that will be used 

in space or optical systems. In some tooling applications it is important to know that no impurities are being 

introduced into the fabrication process by the tools themselves, often the case for composite tooling. For these 

applications users needed to understand the outgassing behaviors of a material being considered for the 

application. An industry recognized and accepted test procedure for outgassing is ASTM E 595. Appendix A 

provides good overview of the test procedure as conducted by NuSil. This test report provides the data that has 

been collected and the third party tests houses that were utilized to obtain that data. Only accredited third party 

test facilities that are recognized in the industry will be included in this report.  

TEST RESULTS SUMMARY 

 

Stratasys Product Test Procedure Test Facility Pass / Fail 

 

Doc. Rev 

ULTEM 9085 ASTM E 595 NuSil Pass NC 

SR 100 ASTM E 595 NuSil Pass NC 

 

TEST PROCEDURE 

Stratasys provides 5 grams of FDM material that has been deposited by a Fortus machine. The material is 

processed per ASTM E 595 and tested. NuSil’s test procedure TM072G is on file for reference as required. 

TEST RESULTS 

The detailed results for each material tested are provided in the following sections.  
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SR100 
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SMSG CONTACTS 

 
Bill Macy 
Bill.macy@stratasys.com 
o 636.294.9109 
 
Brian Sabart 
Brian.sabart@stratasys.com 
o 952.906.2733 
 
Webpage 
www.stratasys.com/smsg 
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APPENDIX A – NUSIL TEST PROCEDURE SUMMARY 
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